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CUSTOMER MNAME: SUNCOMNNECTION WORLDWIDE, S.LL.
ADDRESS: BUENOS AIRES, 58, CP30500, MOLINA DE SEGURA, MURCIA,

SPAIN

This test report updates Home page information, supersedes the test report Mo.
SHIN2405007474MLO1_EN dated May 17th, 2024, original report will be invalid from today.

Sample Name . B33-R2450-52
Product Specification 833 52mm rail 2450Rail Anodized aluminum

Above information and sample(s) wasfwere submitted and confirmed by the client. 3GS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.
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Test Required - Chemical Composition Analysis Coating Thickness Test Neutral Salt
Spray Test

Date of Receipt o 20240509

Testing Period : 2024-05-09 ~ 2024-05-17

Test result(s) . For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only
to the sample(s) tested)

Signed for

SGS-CSTC Standards Technical

Services (Shanghai) Co., Lid..

Cody Li
Authorized signatory




